JAEAES No.G.R. 004

Quality Certification

(Acc. To EN10204-2004 3. 1)
Supplier contract NO Supplier Inspector | Issuing Date Approval Conclusion
A & s 17 T R 36 7 il A Sl H 3 it it
Dalian Jincheng Weiye
Chemical Pumps Co., 2017-G001-3 Yin Yanping Jiang wei 2017-9-13 Chengshuai &% OK
Ltd
Ttem No. Part name Quantity Type No. Melting No. Heattreatment No
R % T LT e L4510 8 g
P-1203A K pump casing 1 PC40-2250-25 170808B00 170811
P~1203A A impeller 1 PC40-2250-25 170808B00 1 17081
Chemical Analysis
B G by
Material standard o Melting No
T RE 2G230-450 e 170808B001
Composgition - N X » . ,
414 C Mn Si f 5 Cr Ni Mo Cu ki
Standard Values —p . - o - - - - <n an - ) - “n AR
P =0. 3 =0, 9 =0.6 =0. 035 =0. 035 =0, 35 =0, 40 0.2 =0, 4 =0. 05
Actual Datum p . . . . .
S E 0.21 0.79 0. 38 0.02 0. 01 0.29 0. 06 0.01 0.02 0.01
Heat Treatment
i ab3n
HT No, HT Method Holding Temperature Holding Time Cooling Method
abE MALIR )y 7 IR R E {0 1) W H T
170811 IBK Anneal 600°C 5 h ZEvh Air
Please see the attached heat-treatment curve . 1% RLIAALTE 4L,
Mechanical Property Analysis

HUBE A fE 93 17

26G230-450

Material standard
W AR
Item FiH Tensile Strength Yield Strength Elongation Rate Reduction Area Hardness
~F FURLBRIENPa JE IR SR EMPa HE A5 g% B
St A
Sta“déidAE?]“es 2450 =230 599 =19 B
PRt
Actual Datum
. 58 276 28 39 -
SR 8! o
THIARITE R K

[J Impact Test '

FrY;

The following test requirements and data please see the attachment file

[ Hard surface overlay Fifjflifk

(1

We hereon certify that visual and dimension inspection of the above materials
specifications or drawings mentioned on P, 0

IRt W LA B AR AR TG

FFEAT RN

Visual and Dimension Inspection

ARt 7

ARl BUE AT FER




Quality Certification

JRBUERY No. G. R. 004

{Acc. To EN10204-2004 3.1)

Supplier contract NO Supplier Inspector | Issuing Date Approval Conclusion
{H 77 &A% R PR30 A il 28 Elia] e
Dalian Jincheng Weiye
Chemical Pumps Co., 2017-G0O01-3 Yin Yanping Jiang wei 2017-9-13 Chengshuai 4% OK
Ltd
Ttem No. Part name Quantity Type No. Melting No. Heattreatment No.
E A 0 Vg s 2 s At E
P-1203A & pump cover 1 PC40-2250~25 1707288003 170803
Chemical Analysis
125
Material standard (o Melting No.
B ZG230-450 g 1707288003
Composition .. o ;
i C Mn Si P S Cr Ni Mo Cu ki
Smmﬁﬁ%ﬁ““ <0.3 <0.9 <0.6 [=<0.035] <0035 | =035 | =040 | <02 | <0.4 | <0.05
Actual Datum o . '
R 0.23 0. 86 0. 47 0.02 0.01 0.24 0.04 0. 01 0.02 0.
Heat Treatment
Fh b
HT No. HT Method Holding Temperature Holding Time Cooling Method
AL HE 843 5 3 S AR s (] &N TR
170803 iB K Anneal 600C 4.5 h T Air

Please see the attached heat-treatment curve .

LA 28,

Mechanical Property Analysis

MU B 93 17

Material standard ]
o e v 26230~450
I HE
Ltem WiH Tensile Strength Yield Strength Elongation Rate Reduction Area Hardness
oE PUHE SR MPa JE AR5 B MPa 4L B 3y W 445 229 T
Standard Values - .
g ks 2450 =230 =22 32 -
PRt ’
Actual Datum )
N S a5t 582 277 29 39
S 44 ’ ’

e | SEIE vy o a1 T
The following test requirements and data please see the attachment file. FHMNRIN B A3 A
&

(3 Impact Test ppif

{1 Hard surface overlay

FHAL

Ve hereon certify that visual and dimension inspection of the above

Visual and Dimension Inspection

specifications or drawings mentioned on P. Q.
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Quality Certification

JREUEE No. G. R. 004

(Ace. To EN10204-2004 3. 1)

Supplier contract NO Supplier Inspector Issuing Date Approval Conclusion
L8 7 & g5 AL P RIS B il A A 3 fltnE it
Dalian Jincheng Weiye
Chemical Pumps Co,, 2017-G001-3 Yin Yanping Jiang wei 2017-9-13 Chengshuai % 0K
Ltd
Ttem No. Part name Quantity Type No. Melting No. Heattreatment No.
Bt e E AL i 1A T L) P
P-12038 FAE pump casing 1 PC40-2250-25 170808B001 170811
Chemical Analysis
L2 547
Material standard o Melting No.
B 2G230-450 S 170808B001
Composition . ) . .
s C Mn Si P 5 Cr Ni Mo Cu V
Standard Values - « - <n oz | <n pae “n ar < < o <0 05
i =<0.3 =0.9 0,6 0. 035 =0, 035 =0. 35 =0. 40 =0, 2 0.4 =0. 05
Actual Datum ) )
e 0.21 0.79 0.38 0.02 0.0l 0.29 0. 06 0.01 0.02 0.01
Heat Treatment
b3y
HT No. HT Method Holding Temperature Holding Time Cooling Method
MaLIRE Fhb T Fy IR E 3R i) F S
170811 JB-K Anneal 600°C 5h v Air

Please see the attached heat-treatment curve

o B LA AL 2k

Mechanical Property Analysis

MU B8 23 87

Material standard

B i

26230~450

Ttem TiH Tensile Strength Yield Strength Elongation Rate Reduction Area Hardness
- Py B AEMPa JE IR 5 FEMPa JiE 7 2% AR % i
St andard Ve .
Standard Values 2450 2230 =29 232 -
PRl
Actual Datum -
e S e 80 276 28 38 -
SR ’ "

The following test requirements and data please see the attachment file.

[ Impact

Test Mifzidas

[} Hard surface overlay

We hereon certify that visual and dimension inspection of the above materials

specifications or dra

Tef e S

I L, oy 4 L R <)

Visual and Dimension Inspection

wings mentioned on P. 0.

AR &

=

D110 AR HE S PRAC 25K

are in compliance with r




Quality Certification

JAEAFEE No.G. R. 004

(Acc. To EN10204-2004 3. 1)

Supplier contract NO @upplier Inspector | Issuing Date Approval Conclusion
(LR RS BRIT R | S 31 EL 0 el gt
Dalian Jincheng Weiye
Chemical Pumps Co., 2017-G001-3 Yin Yanping Jiang wei 2017-9-13 Chengshuai 1% 0K
Ltd
ITtem No. Part name Quantity Type No. Melting No. Heattreatment No.
E A ESiE Al uE Mg e s Ay OB ]
P-12038 mFe impeller 1 PC40-2260-25 1708098002 170811

Chemical Analysis

LA ST
Mmm:gif/;’j5‘;225K13rd 76930-450 Me“bi;]é No. 1708098002
Compg?ls ;’}t ion c in Si p S Cr Vi Vo Cu \
Smmgﬁﬁ;m“ <0.3 <0.9 0.6 |=0.035| =0.035 | <0.35 | <040 | =02 | <04 | <005
Actual Datun 0.23 0.8 0. 40 0.02 0.01 0.12 0.02 0.01 0.02 0.01
Pl e

Heat Treatment

Y ISL
HT No. HT Method Holding Temperature Holding Time Cooling Method
LI AL OEL gy (R iR R b #H I7
170811 1Bk Anneal 600°C 5 h BV Air

Please see the attached heat~treatment curve . i WLIALETE 28,

Mechanical Property Analysis

HUBR % B 93 17

Material standard P
B H230-450
Ttem TH Tensile Strength Yield Strength Elongation Rate Reduction Area Hardness
" iy BB/ MPa I 3 WP IR % it e T
btan(;(%l{g{};a] ues =450 =230 =00 =32 -
Actual Datum o o . . B
S o 278 o *

The following test requirements and data please see the attachment file. T FIMMBLIR H BYZER % i3y
[ Impact Test pPifiifie [1 Hard surface overlay it

Visual and Dimension In@pecl’ion

HHLROR ) K 3

We hereon certify that visual and dimension inspection of the above materials
specifications or drawings mentioned on P, Q0.

RATTRE P 3 LAy A R IR s A6 6 3T 5 50 W0 A AR ot PRI AC 1y Bk




Quality Certification

REAE No. G. R. 004
(Acc. To EN10204-2004 3.1)
Supplier contract NO Supplier Inspector Issuing Date Approval Conclusion
LR 7 & [Fl4 5 AL 57 R R AR 0 A Hathil £ 47 vtk “it
Dalian Jincheng Weive
Chemical Pumps Co., 2017-G001-3 Yin Yanping Jiang wei 2017-9-13 Chengshuai &% 0K
Ltd
Ttem No. Part name Quantity Type No. Melting No. Heattreatment No.
Fhrs A HR 1 2 B e 80 2
P-1203B B pump cover 1 PC40~2250-25 1707298001 170803
Chemical Analysis
Heinii
Material standard e Melting No.
BT kR Z2G230-450 B 1707298001
Composition - ; | ,
a4 C Min Si P ) Cr Ni Mo Cu v
4 oy Y -
Standare etues <0.3 <0.9 | =06 |=0.035| <0035 | <0.35 | <040 | =02 | <04 | <0.05
Actual Datu 0.22 0. 80 0.42 0.02 0.01 0.05 0.01 0.01 0.01 0.0l
ORI S ' ’ ' ’ ' o ’ ’
Heat Treatment
Py
HT No. HT Method Holding Temperature Holding Time Cooling Method
AL ELE F AL 5 {58 fRif ) R
170803 Bk Anneal 600°C 4.5 h s Air
Please see the attached heat-treatment curve . &N IAALLTE 28,
Mechanical Property Analysis
MU RE 5 b7
Material standard
W, ZG230-450
¥ AR e
ltem iH Tensile Strength Yield Strength Elongation Rate Reduction Area Hardness
o P SR MPa IR B FEMPa HEJR % [heE) B
Standard Values
e e 2450 2230 =22 232 -
R 7
Actual Datum - - , e
T 580 27¢ 29 39 -
S SR ’ '
The following test requirements and data please see the attachment file. "FHIMAINE MYk %,
overlay FEHE AL :

I Impact Test phiiifis

Visual and Dimension Inspection

AR

are in comp with require

We hereon certify that visual and dimension inspection of the above materials

specifications or drawings mentioned on P.O.

FRAVEE BT W) Ao B AU A0 R A P B TR O (e AT ot R (R A ) Bk



